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5.10: Rietveld method

Method of analyzing powder diffraction data in which the crystal structure is refined by fitting the entire profile of the diffraction
pattern to a calculated profile using a least-squares approach. There is no intermediate step of extracting structure factors, and so
patterns containing many overlapping Bragg peaks can be analyzed.
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