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CHAPTER OVERVIEW

6: Overlayer Structures and Surface Diffraction
6.1: Classification of Overlayer Structures
6.2: Low Energy Electron Diffraction (LEED)
6.3: Reflection High Energy Electron Diffraction (RHEED)
6.4: Examples - Surface Structures

This page titled 6: Overlayer Structures and Surface Diffraction is shared under a CC BY-NC-SA 4.0 license and was authored, remixed, and/or
curated by Roger Nix.

https://libretexts.org/
https://chem.libretexts.org/Bookshelves/Physical_and_Theoretical_Chemistry_Textbook_Maps/Surface_Science_(Nix)/06%3A_Overlayer_Structures_and_Surface_Diffraction/6.01%3A_Classification_of_Overlayer_Structures
https://chem.libretexts.org/Bookshelves/Physical_and_Theoretical_Chemistry_Textbook_Maps/Surface_Science_(Nix)/06%3A_Overlayer_Structures_and_Surface_Diffraction/6.02%3A_Low_Energy_Electron_Diffraction_(LEED)
https://chem.libretexts.org/Bookshelves/Physical_and_Theoretical_Chemistry_Textbook_Maps/Surface_Science_(Nix)/06%3A_Overlayer_Structures_and_Surface_Diffraction/6.03%3A_Reflection_High_Energy_Electron_Diffraction_(RHEED)
https://chem.libretexts.org/Bookshelves/Physical_and_Theoretical_Chemistry_Textbook_Maps/Surface_Science_(Nix)/06%3A_Overlayer_Structures_and_Surface_Diffraction/6.04%3A_Examples_-_Surface_Structures
https://chem.libretexts.org/Bookshelves/Physical_and_Theoretical_Chemistry_Textbook_Maps/Surface_Science_(Nix)/06%3A_Overlayer_Structures_and_Surface_Diffraction
https://creativecommons.org/licenses/by-nc-sa/4.0
http://www.chem.qmul.ac.uk/staff/nix/

