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8.3: Conformational Changes with Temperature
Four bead polymer on a two‐dimensional lattice

Place polymer on lattice   in 2D (with distinguishable end beads):
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Probability of Being "Folded" 

Fraction of molecules in the folded state

Mean End-to-End Distance 

Also, we can access other thermodynamic quantities:
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